
ALYAF P RANGE

1.   Values reported in this data sheet are indicative average results obtained in our laboratory and independent testing               
       laboratories. 
    
2.  The right is reserved to make changes at any time without notice.
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PROPERTY TEST
METHOD UNITS P181 P201 P221 P241 P281 P301 P401
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PROTECTION 
range of polyester nonwoven
needle-punched geotextiles

Recycled Polyester

Saudi Arabia
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